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Bauxite outcrop or float
DZ
Test pit
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U.S. Bur. Mines power-drill hole
.750
Hand-auger hole
02
Empire drill hole
B-418 (4)

Altitude of top of bauxite
Thickness of all grades in parentheses

K-409 (3)
Altitude of top of kaolin
Thickness in parentheses
P-390
Altitude of top of Porters Creek Clay

Approximate extent of subsurface
bauxite and kaolin body

EXTENT OF BAUXITE BY GRADE
More than 55 percent Al,O,

50-55 percent Al,O,

Property lines
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Ownership, location of pits, topography, and
base adapted from Morse (1923, Map 4)
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